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NOTICE 

This report was prepared as an account of Government-sponeored work. Nei ther  the 
United Statee, nor the National Aeronautics and space Administration (NASA), mr any 
person actirq on behalf of NASA: 

a. Makes any warranty or representation expressed or implied with respect to the 
accuracy, completeness, or usefulness of the information contained in this 
report, or that the use of any information, apparatus, method, or process 
disclosed in this report may not infringe privately-owned rights; or 

b. Assumes any liabilities with respect to the use of, or for damages resulting 
from the use of any information, apparatus, method, or process disclosed in 
this report. 

As used above, 'person acting on behalf of NASA" includes any employee or contractor 
of NASA, or employee of such contractor, to the extent that such employees or contractor 
of NASA, or employee of such contractor prepares, disseminates, or provides access to, 
any information pursuant to his employment or contract with NASA, or his employment 
with such contractor. 

Requests for copies of this report should be referred to: 

National Aeronautics and Space Administration 
Office of Scientific and Technical Information 
Washington 25, D. C. 

Attention: AFSS-A 
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I. PROJECT OBJECTIVES 

The Sunflower program objectives are to accomplish fabrication, test, and development 
tasks oriented toward Confirming the conceptual validity and performance feasibility of 
a solar-powered 3 Kw mercury Rankhe power conversion system. Major items include 
eolution to long-berm, hi@ temperature lithium hydride ContgiBllienf, demonstratfon of 
component operation and endurance integrity, experimental confirmation of the design 
integrity of the aluminum honeycomb petaline collector, and operational integrity of the 
integrated Rankine system. 
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II. PROJECT OBJECTIVES FOR THE REPORTING PERIOD OF JUNE 1, 1963 
THROUGH SEPTEMBER 1, 1963 

Endurance testing of burbo-alternator CSU I-3A will be continued. 

Operation of the werkhorm loop will he contfirued, and Bhall be dtrectwf twd d u -  
atfng the hydrogen removal capabilities of a Centrifogal separabr. In adgition, testing 
of the hydrogen swallowing of the jet centrifugal pump will be continued. 

The force circulation mercury corrosion loop testing will be continued on its endurance 
test objectives . 
Work on Solar Collector and Condenser Subcooler Topical Reports will be continued. 
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III. PROJECT PROGRESS DURING THE REPORTING PERIOD 

PROJECT MANAGEMENT 

NASA direction of the 

test. The gemral aim of $heresearch aad dwefopraent work to be rondu- 
the long term evaluation of turbo-alternator endurance capability and the con4htlon of 
material support work. The latter includes hydrogen containment, centrifugal pump 
hydrogen mallowing capability, and hydrogen removal from operating test rigs. 

er program has rewtltprd in the cancell 
system testing and €he af fanding Eo &e contimaam of turbo 

Several proposals were  submitted to NASA for continuation of some basic areas in the 
Sunflower program which are felt to require additional hardware test efforts. These 
include resumption of system testins design, fabrication and testing of a flight weight 
boiler/heat storage unit; and continuation of the endurance objectives and material 
support work. 

During the reporting period, data reduction and analysis has been continued on a full 
basis, reducing data for the CSU I-3A endurance run. 

TEST RIG DESIGN AND FABRICATION 

Turbo-alternator test facility activities during the quarter have been conducted in 
support of the endurance turbo-alternator test. This particular turbo-alternator test 
rig has  accumulated in excess of 7400 hours total operational time while conducting 
component checkout and endurance test of Sunflower component hardware. Since the 
last modification of various portions of the test equipment,reported in the March to 
May 1963 Quarterly Progress Report, this test rig has accumulated approximately 
3700 hours of continuous operation. 

Several small problems have been confronted and successfully remedied while main- 
taining continuous operation of the turbo-alternator unit. These are: 

1. A minute leak was detected in the test rig boiler inlet line which has 
resulted in a small loss of inventory from the component test rig. Due 
to the location of the apparent leak, no rework has been attempted while 
continuing operation due to its precarious position and the possibility of 
causing line rupture and a spillage of approximately 1500 lb of 1000°F 
mercury. The leakage has been erratic and appears to be mif-plugging. 
The maximum leakage experienced Over a 24 hour period has been 1370 
grams, the minimum approximately zero. 

2. At various intervals throughout the turbo-alternator test program, commer- 
cial centrifugal mercury pumps utilized to supply various flows have had 
failures, These failures have been detected after forced shut down caused 
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by outside agencies. For instance, a power failure from the commercial 
power station occurred which resulted in a loss of electric power to the chem- 
pump for a period of about 30 seconds. In such a situation, the rig is designed 
so that a second auxiliary pump is automatically switched oll the b e  and takes 
over the pumping requirements when the operating pump output pressare de- 
cremes beyund a set point. Therefore, after the automatic &Wng had 
occnrred, the first ptunp wag removed from the rig and disasB~~Wed. ]Et 
wag noted that a bearing had experienced a notch sensitive crack, which most 
probably occurred during the rapid shut down and uneven cooling. Similar 
instances have occurred subsequently which resulted in the tear down and 
inspection of another pump which also exhibited the same notch sensitive 
cracking of a bearing sleeve. The pumps have been rebuilt and again placed 
back in service. 

3. A water-to-mercury heat exchanger developed a water leak which allowed 
water to enter the test r ig  plumbing. The presence of water in the system 
resulted in erratic condenser performance, effects on alternator bearing 
flow and pressure relationships, and general removd cif the water thrmgh 
a vacuum pump trap. This resulted in forcing off-design condenser pressures 
on the turbo-alternator unit while the rig was opened and the water removed. 
The effects on unit performance within operational capability did not seriously 
affect the unit performance or test objectives although temporary changes 
have been noted in several parameters. In order to allow cooling in the heat 
exchanger which developed the leak, it was replumbed to be a mercury-to- 
mercury heat exchanger; the subsequent leak which occurred did not affect 
r ig  performance. This particular heat exchanger is not as effective as the 
water-to-mercury exchanger because of the flow rates and temperature 
gradients which are permissible with the secondary mercury cooling loop. 

4. During this test, other minor problem areas have been encountered including 
such items as the loss of thermocouples, automatic control features of the 
superheater, and various mercury and air leaks at various non-welded fitting 
junctions throughout the test r ig  plumbing. 

SOLAR COLLECTOR 

All scheduled testing of the solar collector has been completed, and has encompassed 
deployment and vibration testing with corresponding optical inspection for detection 
of collector damage, The collector passed all test objectives and exhibits the potential 
capability of the collector to withstand the boosting and orbital flight environment& 

Additional efforts on the project resulted in the data reduction and analysis of the 
test parameter and the preparation of the Solar Collector Topical Report, which 
covers all aspecte of the solar collector development program. The report has been 
completed in rough draft form and is currently being prepared for NASA approval. 

4 



TRW TAPCO m divlrhrr of 

I 
TURBO-ALTERNATOR 

Endurance testing of turbo-alternator CSU I-3A has accumulated a total of 4066 hours of 
operation at the end of this quarter. nte  unit has continued to operate exceiiently and 
continurnsly from its second start-up on April €6, 1963. Since that time, the unit has 
accumulated 3297 bars of oanttauous operatim, The pe&rmmce of the unit haa been 
nearly perfect in that all parameters have rexmined within specific&bn and tota3. p e r  
output of the unit has remained constant. That the unit and test rig have performed for 
this period indicates that the major changes which were reported earlier have corrected 
the problem areae which resulted in deposit formatiom and resultant power decays in 
previously tested turbo-alternators. 

The resulting conclusions are indicative of the close attention which must be paid to 
minor d e w s  in the test rig. The results of this test are  extremely important and 
enlightening since the test is being conducted solely in a 316 SS test rig which w a s  wt 
originally designed for endurance test capability. Since this test rig generates an order 
of magnitude more corrosion product from a temperature standpoint and since it pre- 
sents a larger area exposed to mercury, it indicates that fabrication and testing of 
flight material systems should be considerably easier to obtain than the objectives 
which have been accomplished on this test. 

Throughout the test, the unit has many times demonstrated its ability to withstand off- 
design temperature, pressure, and other parametric variations. Test rig difficulties 
have resulted in requiring the unit to operate at turbine exhaust pressures near atmos- 
pheric pressure, creating exhaust temperatures approaching 670°F. Also, a mal- 
function of a water-to-mercury heater exchanger allowed water to enter the mercury 
cycle which was transported to the mercury condenser where i t  was removed from 
the system by means of a vacuum pump. The water-to-mercury leakage in the heat 
exchanger was  corrected, while the unit remained in operation, by modifying the heat 
exchanger to operate as a mercury-to-mercury heat exchanger and allowing subsequent 
leakage to occur which would not affect cycle operating conditions. 

Some of the data which have been accumulated on the turbo-alternator endurance test 
are presented in Figures 1 through 3. The data are typical of turbo-alternator per- 
formance and endurance life objectives and attest that the unit has been operating with- 
in design specifications for the length of the subject run. The parameters indicate the 
extreme steady state which has prevailed throughout the endurance test. The changes 
shown on alternator and turbine bearing pressure while at constant flow are indicative 
of a slight bearing clearance change with time. Tbe magnitude of the clearance change 
which would be anticipated for the flow pressure variatiow is approximately 50 millionth 
of an inch. It is our belief that there is no actual metal dimensional changes, but that 
an extremely thin film of mercury impurities is being deposited on the bearing surface 
causing the s d  changes which have been noted. It should be emphasized that the 
design specifications for the bearings allow pressure fluctuations from approximately 
250 to 450 psia inlet pressure and flow varying from 3 to 6.5 lb/per min for the journal 
bearings. All test data lie well within the specifications. 
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Lithium Hydride Containment 

Hydrogen permeability measurements have been continued and, during the reporting 
period, the following samples have been evatuated: 

I. E d u H a n  of the permeability of hydrogen through Hsynas %25 cooLfed 
with Zr-Si. 

2. Evaluation of the permeability of hydrogen through Haynes #25 coated 
with v. 

3. Evaluation of hydrogen permeability through 304 stainless steel 
coated with V. 

4. Evaluation of hydrogen permeability through tungsten. 

5. Evaluation of hydrogen permeability through aged solaramic glass. 

6. Re-evaluation of hydrogen permeability through aluminized and oxidized 
304 stainless steel. 

Figure 4 shows the permeability of hydrogen through Haynes #25 coated with vanadium 
and vanadium silicon coatings. Several other permeability measurements and eamples 
are shown, such as the tungsten silicide coated Haynes #25 and the solaramic coated 
Haynes #25 to give a reference for comparison for the various samples. 

The results of the experimentation with these materials indicate that the vanadium 
coated Haynes #25 and similar vanadium coated 304 stainless steel do not provide 
effective barriers to hydrogen. These results are shown in Figure 5. The V-Si 
coating on Haynes #25 had permeability slightly lower than previously tested silicon- 

the V-Si coating upon re-cycling of the test specimen between 1200°F and 1600°F 
caused the coating to deteriorate and permeability resistance to decrease. 

Testing of the Zr-Si coating applied to the Haynes #25 has been completed. These data 
along with the other silicide coatings are presented in Figure 6. The results of the 
test indicate that the Zr-Si coating froms a relatively good barrier to hydrogen perme- 
ation. X-ray and metallographic examinations have been completed on the silicide 
coatings. An interesting correlation exists between the melting point of the silicide 
coating and its effectiveness as a hydrogen barrier. The results of &e testing have 
shown that as the melting point of the silicide increases, its permeability to hydrogen 
signifiIcantly decreases. 

* ized Haynes #25, but did not exhibit the low permeability of the W-Si coating. Also, 

The Seiverts type hydrogen permeability test rig was  modified to allow permeability 
measurements from metal tubes. With accurate calibrations of tube type samples, 
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the use of the apparatus is extended to the refractory type materials. Tests of perme- 
ability of hydrogen through atungsten sample were completed at  elevated temperatures 
of 1300, 1400, 1500, and 1600°F. The data obtained from the tungsten coatfng show 
this to be the most effective barrier to hydrogen perm yet investiig.ated. 
coating extribits an order of magnStuck be 
m1-e Of trlngsfen coatbgs. 7 
the current series of tee@. 

is 

Materials 

The workhorse forced circulation mercury corrosion loop, as illustrated in Figure 8. 
was operated throughout the reporting period and tests conducted on the hydrogen 
swallowing capabilities of the Sunflower centrifugal pump and hydrogen removal testa 
were conducted using various removal techniques. After 3600 hours of operation, 
the workhorse loop testing program was terminated while revisions to the test loop 
were conducted. The following revisions were completed: 

1. The centrifugal pump by-pass was revised prior to installation of a 
centrifugal separator and orifice flowmeter. 

2. An iron Croloy 9M window was installed in the exit of the superheater. 

3. A columbium section was installed as a hydrogen window in the condenser 
portion of the loop and additional hydrogen injection fittings were added 
immediately in front of the columbium window. 

4. A tantalum corrosion product separator was installed at the superheater 
entrance. 

During the period, evaluation of the hydrogen swallowing capabilities of the centrifugal 
pump was continued. Hydrogen was injected into the pump in various size bubbles from 
0.2 cc to the volume of hydrogen that would cause loss of prime in increments of 0.2 cc. 
During the injection period, the speed of the pump was varied between 33,000 to 40,000 
rpm in increments of 1,000 rpm, while the pump inlet pressure was maintained con- 
stant. The data illustrating the swallowing capabilities of the centrifugal pump, are 
shown in Table 1. In general, an optimum speed is indicated where the pump can pass 
the greatest hydrogen bubble. The data also suggest that increasing the inlet pressure 
of the pump 8igniUoantly increase8 it6 abilit-y to pass hydrogen bubbles. The Optdmam 
speed range of the pump umdly varies between approximately 34,000 to 38,000 rpm. 
At inlet pressures above 11.5 p&i,injection of hydrogen was not accompanied by a 
loss in prime of the pump with bubbles as large as 15 cc. 

To complete the data on hydrogen swallowing capability of the centrifugal pump, future 
tests are to be conducted in which hydrogen is injected at a constant flow rate. In this 
series of tests, hydrogen will be injected by the apparatus depicted Figure 9. The 
procedure used will inject hydrogen at a specific flow rate while varying pump para- 
meters such as inlet and outlet pressure and pump speed. 

13 



HYDROGEN PERMEABILITY OF TUNGSTEN 

6 
0 

h x 

FIGURE 7 

14 



I 
Y 

FIGURE 8 

15 



i 

TRW TAPCO - r # ~ h h  M 

o\ 

a' 

0 V m 
pc rn 
h 

0 
0 cu 

In 
v\ 

Thompron Rmno k#. 

m 
d 
rl 

0 

0 
er 
0 

v\ 
d 



, 

7RW TAPCO a divirlon ot 

I- 
2 
3 

- 

z 
0 o 

0 
t- 

FIGURE 9 

17 



7RW TAf f iOo-~  

Hydrogen removal tests fromthe workhorse loop were conducted and the data obtained 
are sunzmsrieed in Table 2. Throughout these tesEs, several approackes, modificEftpoa(ll, 
etc., k v e  been tried in order to evaluate 

section k, allow p a p e p  evdsation. As a r e d  
the egskrm were em& campred to the volume iafected. S d i t r r  attempt6 wmw trtd 
with mBveatent of tibe hyrfrogar injection port to the condenser and aabmder mwtkm 
of the loap. The results of these tests were quite similar to the other attempts 4 
reeulted in relatively minor amounts of hydrogen being removed from the system. 

During prepmation for ttte fourth teat irince the apparatus was mxWied, the leak rate 
of the -&em whtle commcted to the col&iutn window increamxi. It W~LB 4- 
that the Swagel& fittings ueed to secure the columbium tubing bad developed a l-. 
Action is new in process to prevent this problem from influencing test results. Work 
w i l l  be continued to obtain more data on hydrogen removal techniques. 

A d d i t i d  work on the workhorse loop will be accomplished using active centrifugal 
separator techniques for removing hydrogen from the working fluid. The design of 
the cenb.ifugal separator is baaically a tangential entrance and axial outlet with a 
columbirrm window formed from 0,1875 in. O.D. columbium tubing. This apparatus 
ia Shawn in Figure 10. The columbium tube is held within the etainlees steel jack& 
by m 4 1 ~  of Wagel& fi&tings. Basic operational principles bvolve imposbg an 
artifid 'cg"fialdcm tbe Bpermry such tbatthe hydrogen gas can eacape to form a 
cone staction w h i d  will be tisurr- the m l d i u m  ineerted tube and wil l  dlow 
active l-ammd af b&y 
be m t h  
workable pmmire drop fs amilab€e wi&c& dhc- the aet positkve tae&&mh-sd 
a f t t P e f n l e t c l l n d i t i o n e 0 f t k ~ ~ .  f)urfngEeetin& hydrogenwiiXbein- 
jedea iata the mer- at a amstaut rate. Details of the design of the sqarstor 
include the following: 

18 
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WORKHORSE LOOP MERCURY - HYDROGEN CENTRIFUGAL SEPARATOR 
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1. Flow rate: 34 lb/min 

2. Inlet pressure: 350 psia 

a 

3. Inlettemperature: 40VF 

4. Design to separate 0.2 lb per year of hydmgea 

Operation of the four circulation mercury corrosion loops containing trapping provisions 
bas progressed throughout the quarter. The test has operated successfully and bas 
accumulated 2430 hrs. of operation. Several minor problems have been uncovered while 
performing active trapping in the corrosion loop. These have included the malfunction 
of the bellows of two Haynes #25 throttling valves and a malfunction of a diaphragm pump 
caused by improper operation of the ball check valves. These problems have been 
corrected and the loop has been operating satisfactorily. 

Chemical and metallurgical analysis of previously tested capsules has continued. 
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I IV. CURRENT PROBLEM AREAS 

No technical problem a r m  currently exist on the program. All test phases of the 
program are progress@ on schedule and should be completed within the program 
schedules. 
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V. PLANNED DIRECTION OF EFFORTS MIR THE NEXT QUARTER 

Endurance testing of turboalternator CSU I-3A will be continued. 

Operation of the workhor~e loop will be continued and will be directed toward eyaluatfng 
hydrogen mai lowkg  capabilities of the centrifugal pump at constant hydrogen flow rate, 
In addition, cantimed eaahllltiolt of hydrogem removal techniqma wi l l  be evaluated and 
completed. During the latter portion of the quarter, the current test program will be 
concluded and 8 tear-down and evaluation of the corrosion product separator and metal- 
lographic examinations of the loop will be initiated. 

The force circulation corrosion loop testing will be continued toward an endurance 
objective of 5000 hr of operation. 

Final printing of the Solar Collector and Condenser Subcooler Topical Reports will be 
completed and the reports distributed. 
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